W General Properties of ACRYPETw

LOTTE MCC

AJoint Venture of LOTTE CHEMICAL & MITSUBISHI CHEMICAL

e Alg NEEA | —
ltem Method Condition Unit
= é = Specific Gravity JIS K7112 ISO 1183 g/cm’ 1.19
2 °8-’_ MM F3tE  Total Light Transmittance JIS K7361-1 | ISO 13468-1 3mm % 93
X o Haze Haze JIS K7136 | I1SO 14782 3mm % 0.3
f’: g =2g Refractive index JIS K7142 | ASTM D542 nD = 1.49
= T =T Water absorption JIS K7209 ISO 62 24hr % 0.3
H|= Specific heat JIS K7123 J/(g-°C) 1.5
M I EAH = Coefficient of linear thermal expansion JIS K7197 1/°C 6x1 ()'5
2 3 HAMES Thermal conductivity JIS A1412 W/(m-°C) 0.2
= :‘;’ dHE R Heat distortion temperature JIS K7191-1,2 | 1SO 75-1,2 1.8MPa °C 94
E Vicatd2h2 T Vicat Softening temperature JIS K7206 ISO 306 B50 °C 100
< E| sss2m%  Meltfowrate JIS K7210 1SO 1133 | 230°C,37.3N | g/10min 20.0
= é Spiral+=4A  Spiral flow e MGG Mothod 230°C mm 270
(574 2mm) (2mm thickness) 250°C mm 420
MesEE8 Mold shrinkage MCCix MCC Method % 0.2-0.6
| QIEZE Tensile strength JIS K7162 ISO 527-2 1A/5 MPa 54
& k= Elongation JIS K7162 ISO 527-2 1A/5 % 2
Al E OIEEIM & Modulus of Elasticity JIS K7162 ISO 527-2 1A/1 GPa 3.2
x4 E}. ==4x Flexural strength JIS K7171 ISO 178 MPa 115
g =ZIELME  Flexural modulus JIS K7171 ISO 178 GPa 3.2
A -(C(: i , 1eU unnotched |  kdJ/m? 18
© | SharpyZZZ T Charpy impact strength JIS K7111-1 ISO 179-1
o = 1eAV notched |  kJ/m? 1.3
s
Rockwell 4  Rockwell hardness JIS K7202-2 | 1SO 2039-2 M scale = 96
3 EHXNEE  Surface resistivity JIS K6911 Q >10'°
i -g HEX &g  Electrical volume resistivity JIS K6911 Qm >10"
7l g HoimIZE  Dielectic strength JIS K6911 MV/sec | MV/m 20
N B SHg Dielectric constant JIS K6911 60Hz - 3.7
= % AE Power factor JIS K6911 60Hz - 0.05
i it Arcad Arc resistance JIS K6911 - No track
AN UL 94 Flamability uL94 1.5mm, 3.0mm - HB

* =X|= HEX 2 EE A= ofH.
* All technical information and data are typical values, and are not standard value.




